LUBRITED HARDWARE

	Gear Batch
	Total # Tests
	Tests with Broken Teeth
	% of Tests With Broken Teeth

	C1L308//P4L309R
	28
	0
	0 %

	C1L426/P4L404A
	39
	0
	0 %

	V1L303/P4L514A
	87
	4
	4.6 %

	V1L686/P4L626A
	139
	3
	2.15 %

	L247/T758A
	99
	0
	0 %

	
	
	
	

	TOTAL
	392
	7
	1.8 %


NON-LUBRITED HARDWARE
	Gear Batch
	Total # Tests
	Tests with Broken Teeth
	% of Tests With Broken Teeth

	C1L308/P4L318R
	86
	0
	0 %

	C1L426/P4L415A
	50
	1
	2 %

	V1L303/P4L514A
	32
	0
	0 %

	V1L686/P4L626A
	58
	1
	1.7 %

	V1L176/P4L741A
	54
	0
	0 %

	V1L351/P4T771
	67
	0
	0 %

	V1L417/P4L792
	88
	0
	0 %

	
	
	
	

	TOTAL
	435
	2
	0.5 %


